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D8-336-300-191 RECEPTACLE CARBON STEEL ZINC AND BLACK PASSI|VATE
D8-336-300-190 RECEPTACLE CARBON STEEL ZINC AND TRIVALENT PASSIVATE
D8-336-300-133 RECEPTACLE CARBON STEEL BLACK ORGANIC HIGH PERFORMANCE
D8-336-300-132 RECEPTACLE CARBON STEEL SILVER ORGANIC HIGH PERFORMANCE
D8-336-300-131 RECEPTACLE CARBON STEEL BLACK ORGANIC
D8-336-300-130 RECEPTACLE CARBON STEEL SILVER ORGANIC
D8-336-300-121 RECEPTACLE CARBON STEEL SILVER GEOMET
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A) PANEL PREPARATION: MILLIMETERS [ IN] CONNECT - CREATE + I NNOVATE
1) PANEL THICKNESS 0.70 TO 3.20 TOLERANCES UNLESS OTHERWISE NOTED|PESCRIPTION
2} PANEL PREPARATION HOLE: @11.00 SURFACE AREA PANEX SI/ZE 6 SLIP ON RECEPTACLE
. ’ VOLUME ALL DIMENSIONS WITHOUT
3) DISTANCE FROM PREPARATION HOLE TOLERANCES ARE FOR S S
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